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ABSTRACT: Frequency and time-resolved vibrational sum
frequency generation (vSFG) are used to investigate the
behavior of water at the α-Al2O3(112̅0) surface. In addition to
the typical water OH peaks (∼3200 and ∼3400 cm−1), the αAl2O3(112̅0)/H2O interface shows an additional red-shifted
feature at ∼3000 cm−1. Addition of ions (0.1 M NaCl) largely
attenuates the water OH peaks but has little eﬀect on the 3000
cm−1 peak. The 3000 cm−1 feature is assigned to the O−H
stretch of surface aluminol groups and/or interfacial water
molecules that are strongly hydrogen bonded to the alumina
surface. Density functional theory calculations were performed to test this assignment, revealing the presence of both associated
and dissociated H2O conﬁgurations (chemisorbed surface OH group) with frequencies at 3155 and 3190 cm−1, respectively, at a
hydrated α-Al2O3(112̅0) surface. IR pump−vSFG probe measurements reveal that the interfacial OH species show very fast
(<200 fs; bulk waterlike) vibrational relaxation dynamics, which is insensitive to surface charge and ionic strength, thus suggesting
that the interfacial OH species at the α-Al2O3(112̅0)/H2O interface are in a highly ordered and strongly hydrogen-bonded
environments. The observed fast vibrational relaxation of the interfacial OH species could be due to strong coupling between the
3000 cm−1 species and the interfacial water OH groups (3175 and 3450 cm−1) via strong hydrogen bonds, dipole−dipole
interaction between several interfacial OH groups (Förster type energy transfer), and/or ultrafast photoinduced proton transfer.

1. INTRODUCTION

adsorption of water on its surface is an important step in its
geochemical transformation.
Under ambient conditions, the Al2O3 surface is protonated
by atmospheric water and terminated with aluminol (Al−OH)
groups. Upon contact with acidic and basic solutions, the Al−
OH groups can undergo protonation and deprotonation
reactions, creating surface groups (AlO− and AlOH2+) that
determine the interactions of solvent and solute with the
alumina surface.11 In addition to the surface Al−OH groups,
the interfacial region also contains O−H groups from
surrounding water molecules. The acid−base equilibrium at
the alumina surface aﬀects the identity and density of interfacial
O−H groups. Therefore, a careful study of the O−H stretch
region at the alumina/water interface is important to
understand the interaction between alumina and the aqueous
environment.12
Vibrational sum frequency generation (vSFG) is an interface
speciﬁc nonlinear vibrational spectroscopy technique that has
been widely used to inspect the mineral/water interface,13−17
including the alumina (0001, 11̅02, 112̅0) surfaces.18−20

Water is an interesting and important molecule, whose behavior
is the object of much study. The key is to fully understand the
nature of the extensive hydrogen bonding network of water,
which dictates most of its unique properties.1 The O−H stretch
region has been shown to be an excellent probe of the
hydrogen bonding network of bulk liquid water.2−6 However,
the understanding of interfacial water is less mature, mainly due
to experimental challenges, most critical of which is the need to
separate the huge bulk response from a small interfacial
counterpart. Recent progress in nonlinear optics and the
development of ultrashort mid-infrared sources7 has allowed us
to eﬃciently and selectively study the O−H stretch of
interfacial water molecules.
The importance of understanding interfacial water is quite
obvious, as it dictates many chemical, biological, and environmental processes.8 One such area, where interfacial water plays
a critical role, is the mineral/water interface, for example, the
alumina/water interface which is the system under investigation
in this study. Alpha alumina (α-Al2O3) is used in the ceramic
industry (powder form) and as a substrate for thin-ﬁlm
formation. In heterogeneous catalysis, γ-alumina is used as a
catalyst as well as a metallic catalyst support.9,10 Corundum (a
crystalline form of alumina) is a rock-forming mineral, and the
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2. EXPERIMENTAL SECTION
2.1. vSFG Experimental Setup. A one box Ti:sapphire
oscillator + Regenerative ampliﬁer (Coherent, LIBRA − F-1K110-HE+) produces 5.0 mJ at 800 nm with a pulse duration of
120 fs at a repetition rate of 1 kHz. Ninety percent of the
output (4.5 mJ) is used to pump a commercial OPA (Coherent,
TOPAS-Prime HE) to produce 1.3 W of signal and idler.
Tunable mid-infrared pulses are generated by collinear
diﬀerence frequency mixing of signal and idler in AgGaS2
(AGS) crystal with typical pulse energy of 20 μJ @ 3 μm (∼200
cm−1 fwhm). The mid-IR energy was divided, using a silicon
wedge, to produce pump and probe IR pulses with the ratio of
3:1. The remaining 5% of the regenerative ampliﬁer output,
spectrally narrowed to a fwhm of ∼2.5 nm (38 cm−1) using a
narrow bandpass ﬁlter, is used as the visible light for vSFG
measurements. A total internal reﬂection geometry (Figure S2)
was employed in our vSFG experiments. The IR pump (8 μJ/
pulse), IR probe (3 μJ/pulse), and visible (5 μJ/pulse) beams
were incident at the surface with angles of 58°, 46°, and 51°
and focused to beam waists of ∼75, ∼75, and ∼200 μm,
respectively. The vSFG signal was separated from the reﬂected
visible light by short pass ﬁlters (Melles Griot) and was
detected by a charge-coupled device detector (Princeton
Instruments) coupled with a spectrograph (300i, Acton
Research Corp.).
2.2. Steady-State vSFG Spectroscopy. In order to cover
the entire spectral region of the O−H stretching region (3000−
4000 cm−1), the phase matching angle for DFG in AGS crystal
was adjusted to generate broader mid-IR pulses (fwhm 450
cm−1). The broad mid-IR pulses were spatially and temporally
overlapped with the narrowband visible at the interface to
produce vSFG spectra. The polarization combinations of PPP
(denoting polarizations of the SF output, visible input, and
infrared input, respectively) and SSP were used to record the
steady-state vSFG spectra. The raw vSFG spectrum from the
Al2O3/H2O interface was normalized with respect to the IR
pulse proﬁle by dividing the raw sample spectrum by a
reference spectrum acquired from the Al2O3−Au interface
under otherwise identical conditions as discussed in Section 3
of the Supporting Information. The normalized spectrum was
further corrected for wavelength dependence of Fresnel factor
as discussed in Section 4 of the Supporting Information.
2.3. Time-Resolved vSFG (IR Pump−vSFG Probe). Onecolor IR pump−vSFG probe was employed to study the
vibrational relaxation dynamics of the O−H stretch at the
Al2O3(112̅0)/H2O interface. IR pulses (fwhm ∼200 cm−1)
centered at 3100 cm−1 were generated by tuning the phase
matching angle of the AGS crystal in order to investigate
strongly hydrogen bonded species (3000−3300 cm−1). The IR
pump was P polarized. Initially, the intense P polarized IR
pump pulse transfers population from the vibrational ground
state (ν = 0) to the ﬁrst excited state (ν = 1). The vSFG signal
generated from the weaker probe IR and visible pulse monitors
the ground-state population as a function of time. The position
of zero time delay and instrument response function (fwhm
145 fs) was determined by the third-order cross-correlation
(χ(3)) between IR pump, IR probe, and visible. The time delay
between the IR probe and the visible was ﬁxed, and the IR
pump beam was scanned with respect to the IR probe and
visible for acquiring the χ(3) and time-resolved vSFG measurements. The data was recorded in 33 fs time steps using custom
written programs with LABVIEW software. Each data point is

Depending on the crystal orientation of the facet of alumina
exposed to the aqueous layer, there is a diﬀerence in the surface
termination and the coordination state of surface functional
groups. For example, Al2O3(0001) surface is terminated by
Al2O and displays a single functional group, Al2OH, whereas,
the Al2O3(112̅0) surface is terminated by AlO, Al2O, and Al3O
and therefore displays multiple functional groups, AlOH,
Al2OH, and Al3OH.21,22 Therefore, the behavior of adsorbed
water molecules that directly interact with these various
aluminol groups may be distinct. However, the vSFG studies
at the (0001)20 and (112̅0)18 Al2O3 surfaces do not show
signiﬁcant variation in the OH stretch region, thus suggesting
that the water adsorbed at these diﬀerent types of surfaces is
quite similar.
Interfacial water ordering was investigated next to the
(001)22 and (110)21 surfaces of corundum by Catalano and the
(101̅0) and (101̅1) surfaces of quartz23 by Schlegel et al. using
X-ray reﬂectivity measurements. [N.B. Corundum (110) is
equivalent to alumina (112̅0); it is common to not write the
third Miller index due to its redundancy.24] These studies
showed that the types of adsorbed water and hydrogen bonding
environment are fundamentally diﬀerent for each of these
surfaces.21−23 In a time-resolved IR spectroscopic study of the
O−H stretch at the γ-alumina/ambient air interface, a
vibrational mode was observed at 3080 cm−1 and assigned to
a strongly hydrogen bonded chemisorbed species, which
showed sub-picosecond (350 fs) population relaxation ascribed
to photoinduced proton transfer reaction.25 This result was in
contrast with another study that assigned the 3685 cm−1 (∼50
cm−1 fwhm) species to surface OH chemisorbed on another
oxide, colloidal SiO2, prepared in high content of physisorbed
water, which showed a long vibrational energy relaxation time
(∼56 ps).26 It follows that depending on the mineral and the
face exposed, water interacts very diﬀerently with the surface.
This diﬀerence in interaction should be observed while probing
the O−H stretch. The vibrational frequency of strongly
hydrogen bonded O−H stretch typically shows a red shift
(stronger H-bond leads to a weaker O−H bond) and is
expected to exhibit a fast vibrational relaxation (bulk ice shows
faster vibrational relaxation than bulk water due to its stronger
hydrogen bonding, which allows for faster energy transfer27).
The aim of the present study is to use frequency and timeresolved vSFG to investigate the interaction between water and
the α-Al2O3(112̅0) surface. Our vSFG spectra reveal that in
addition to the water OH peaks (∼3200 and ∼3400 cm−1)
typically observed for the silica/water15−17 and the alumina/
water interface18−20,28 there are two additional peaks: one is at
∼3000 cm−1, which we assign to strongly hydrogen bonded
aluminol groups and/or interfacial water molecules that are
strongly hydrogen bonded to the alumina surface, and the other
peak is at ∼3750 cm−1, which is due to non-hydrogen bonded
aluminol/water species. IR pump−vSFG probe measurements
show that the strongly hydrogen-bonded OH species at the αAl2O3(112̅0)/water interface undergo very fast (bulk waterlike)
vibrational relaxation, and are insensitive to both surface charge
(bulk water pH between 2 and 12) and ionic strength (NaCl
concentration up to 0.5 M). Density functional theory (DFT)
calculations reveal the presence of ∼3100 cm−1 peaks
originating from chemisorbed surface OH groups (aluminol
groups) at a hydrated α-Al2O3(1120̅ ) surface in associated and/
or dissociated conﬁguration, which is in agreement with our
assignment of the 3000 cm−1 species observed in vSFG
measurements.
B
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Figure 1. vSFG spectra of the α-Al2O3(1120̅ )/H2O interface as a function of bulk pH (from 2−12) for (A) PPP polarization, and (B) SSP
polarization. The black dotted line represents the IR pulse proﬁle acquired from the Al2O3−Au interface. All the data have been normalized with
respect to the IR pulse proﬁle and corrected for the wavelength dependence of the Fresnel factors (Section 3 and 4 of the Supporting Information).

dissociated H2O conﬁguration with half of the H 2Os
dissociated to form Al−OH and Al2−OH surface hydroxyls.
(Note that in both conﬁgurations, H2Os originally bonded to
an Al atom moved into physisorbed positions (Figure S1B,
Supporting Information).) Energy minimizations of these
models via relaxation of the ions with lattice parameters held
ﬁxed was performed in the Vienna Ab nnitio Simulation
Package (VASP).29,30 The composition was Al2O38H16 in both
cases so the energies could be compared directly.
Computational Methods. VASP was used to calculate all
the structures and energies reported in this study.29,30
Calculations were performed using the projector-augmented
plane wave method31,32 and the functional of Perdew−Burke−
Ernzerhof (PBE).33 The Al, O, and H atom pseudopotentials
were supplied in the VASP library. An energy cutoﬀ of 500 eV
was applied throughout. With the simulation cell parameters
ﬁxed, a 2 × 2 × 1 k-point mesh for the static optimizations
using the Monkhorst−Pack scheme was utilized. The selfconsistent electron density was converged at each step to 1 ×
10−4 eV and the energy minimization was terminated when the
energy gradient was less than −0.02 eV/Å. Frequencies were
calculated using the ﬁnite diﬀerence method in VASP with a
step of 0.015 Å. Vibrational modes were visualized with the
professional version of wxDragon (wxDragon is Copyright,
1994−2012 by Bernhard Eck).

an average of 1000 laser pulses and the data shown in the
ﬁgures represents an average of 3−5 scans. In order to account
for the laser drift during typical scan time (15 min to 1 h), an
external shutter was placed in the pump IR path so that at each
acquisition time step, pumped (shutter open) and unpumped
(shutter closed) dynamics data were recorded. The pumped
data was divided by unpumped data to acquire normalized
dynamics data.
2.4. Sample Preparation. α-Al2O3 hemicylindrical prisms
with rectangular surface with (112̅0) orientation (13 mm
diameter and 27 mm length) were purchased from Meller
Optics. Before each experiment, the prism was ﬁrst cleaned
with freshly prepared “piranha” solution (1 vol conc H2O2/3
vol. conc. H2SO4) for ∼30 min in a Teﬂon holder.
(CAUTION: piranha is a very reactive mixture and must be
handled with great care by using protective equipment (gloves,
googles, and lab coat).) Then the prisms were rinsed with
copious amounts of deionized water (>18.2 MΩ·cm resistivity,
Thermoscientiﬁc Barnstead Easypure II puriﬁcation system
equipped with a UV lamp) and dried on a hot plate (while
covered with aluminum foil). The prisms were then cleaned
with a low-pressure RF air plasma for ∼15 min, after which they
were kept in a pre-cleaned Teﬂon holder covered with
aluminum foil until the experiment. The rectangular face of
one of the prisms was coated with ∼100 nm Au ﬁlm and used
as a reference sample for normalization of raw data. The
alumina prism was put in a ﬂow-through sample holder, which
has a small recess to allow solvent to come in contact with the
rectangular face of the prism. The acidic solutions were
prepared by diluting as received concentrated HCl (∼12.0 M,
Fisher Scientiﬁc, analytical grade) in deionized H2O. Basic
solutions were prepared by diluting as-received 4.0 M NaOH
solution (Fluke Analytical, analytical grade). The pH of the
solutions was veriﬁed with a pH-meter (Oakton). The salt
solutions were prepared by dissolving NaCl crystals (Fisher
Scientiﬁc, >99.8%), which were heated to ∼500 °C overnight to
remove impurities before use.
2.5. DFT Calculations. Model Building. From the
experimental α-Al2O3(112̅0) structure, cleavage of the bulk
mineral to a 5 Al2O3-layer slab was achieved using the Surface
Builder module of the Materials Studio software package
(Accelrys Inc., San Diego, CA). The cleavage plane was
adjusted through the model to break a minimum number of
bonds. The monoclinic surface simulation cell was 14.60 Å ×
9.82 Å × 39.27 Å with a slab thickness of 16.3545 Å and a
vacuum thickness of 10 Å (Figure 1). The angle γ between the
lattice vectors a and b was 95.8435°. Surface hydroxyl groups
initially set in two conﬁgurations, an associated H2O
conﬁguration with all terminal Al-(OH 2 ) groups and

3. RESULTS AND DISCUSSION
3.1. Steady-State vSFG Spectra of α-Al2O3(112̅0)/H2O.
Eﬀect of Surface Charge. The normalized vSFG spectra
(Figure 1) of the O−H stretch region for the α-Al2O3(1120̅ )/
H2O system as a function of bulk pH (2−12) shows a trend
consistent with that in the literature.18 The minimum vSFG
signal is observed at the point of zero charge (PZC) of alumina,
which is reported to be pH 6−8.18,20,28 Away from the PZC,
the alumina surface charges creating an electric ﬁeld that
extends into the bulk water, which can orient the water via
ﬁeld-dipole interactions, resulting in increased vSFG signal.
Three peaks at ∼3150, ∼ 3300, and ∼3740 cm−1 attributed to
strongly hydrogen bonded, weakly hydrogen bonded, and free
O−H species, respectively are observed in the SSP polarized
vSFG spectra (Figure 1B), which is in agreement with the
observation made by Shen et al.18 The diﬀerences in the SSP
polarized vSFG spectra observed in this study and the spectra
of Shen et al. can be attributed to diﬀerences in the surface
treatments, the experimental geometry (external reﬂection
geometry employed by Shen et al. versus internal reﬂection
geometry employed in this study), and the IR frequency region
(Shen et al. do not probe below 3000 cm−1). In addition, there
is a small shoulder at ∼3000 cm−1, which was also observed
C
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previously18 but not assigned. The 3000 cm−1 peak is more
prominent in the PPP polarized vSFG spectra (Figure 1A),
which was not measured by the Shen group. This is in contrast
to the normal water OH peaks (3150 and 3350 cm−1), which is
equally prominent in both SSP and PPP polarization
combination. The diﬀerence in sensitivity of the SSP and
PPP polarization combination toward the 3000 cm−1 species is
discussed brieﬂy in Section 5 of the Supporting Information.
This behavior probably points toward diﬀerence in origin/
symmetry property between the 3000 cm−1 species and normal
water OH peaks (3150 and 3350 cm−1). A detailed (polarization versus angle of incidence) study of the 3000 cm−1
species, similar to the one conducted by Wang et al.34 at the
air−water interface, is required to deﬁnitively resolve this
question. The 3000 cm−1 feature becomes more obvious in the
presence of ions (Figure 2), as discussed later.

that from the surface silanol groups. This explains the absence
of features corresponding to surface silanol groups in vSFG
spectra of silica/water interfaces.15−17 In contrast, the density of
O−H groups due to surface aluminol species at the Al2O3
surface is much higher (∼13 O−H groups/nm2)42 and
comparable to the density of OH groups due to interfacial
water. Therefore, the detection of surface hydroxyl species is
more likely at the α-Al2O3(112̅0)/H2O interface.
Eﬀect of Ionic Strength. The eﬀect of addition of ions on
the vSFG spectra of the mineral/water interface has been
investigated. The reduction in the overall vSFG signal is usually
interpreted in terms of either screening of the surface charge or
the disruption of the interfacial H-bonding network due to the
presence of ions.15,17 Similarly, the addition of 0.1 M NaCl
(Figure 2) on the O−H stretch region of the α-Al2O3(112̅0)/
H2O system reduces the overall vSFG signal at all bulk pHs.
However, the extent of reduction in the vSFG signal is not
uniform over the entire O−H stretch region, contrary to the
silica/water system.15 The vSFG intensity attenuates at ∼3150
and ∼3300 cm−1 such that the ∼3000 cm−1 species becomes
the dominant peak (Figure 2). The free OH peak around
∼3750 cm−1 region remains even in the presence of ions. This
observation suggests that the 3000 and ∼3750 cm−1 peaks arise
from truly interfacial species and not from bulklike water
sampled by the electric-ﬁeld induced eﬀects.15,16
The 3000 cm−1 peak can be due to two diﬀerent kinds of
interfacial OH groups:
(1) Chemisorbed surface OH groups that are formed when
interfacial water molecules chemically bind to the surface to
form aluminol groups and are strongly hydrogen bonded to the
surrounding OH groups. The diﬀerence in attenuation of 3000
cm−1 peak compared to normal water OH peaks (∼3150 and
3350 cm−1) upon addition of ions is consistent with this
assignment. However, for the Al2O3/H2O system, the surface
aluminol groups have typically been observed around 3650−
3750 cm−1 region (tiny peak near 3750 cm−1 in Figures 1 and
2).12,18−20,43 At another oxide, hydrated colloidal SiO2 sample,
the chemisorbed surface OH group appeared at 3685 cm−1.26
The large diﬀerence in the OH stretch frequency (3000 versus
3750 cm−1) for the two types of aluminol OH groups can be
explained by the diﬀerence in their hydrogen bonding
environment. The 3000 cm−1 aluminol group forms strong
hydrogen bonds with the surrounding O−H groups, while the
∼3750 cm−1 aluminol groups are only weakly or non-hydrogen
bonded, as previously reported.12,18−20,43
(2) OH of the interfacial water molecules that form strong
hydrogen bonds with the surface aluminol groups. This
assignment is supported by the observation that addition of
ions slightly perturb the vSFG spectra even at 3000 cm−1 region
(small intensity attenuation and some red shift in central
frequency). If the surface aluminol groups were solely
responsible for the 3000 cm−1 peak, the perturbation of 3000
cm−1 peak due to ions would be minimal. Also, similar water
species with 3000 cm−1 frequency have been reported before at
several mineral/water interfaces.11,25,35,37,39
An interesting observation is the eﬀect of ions on the vSFG
spectra at the α-Al2O3 (112̅0)/H2O interface as a function of
bulk pH. It was recently shown that the attenuation of the
vSFG spectra upon addition of ions at the silica/water interface
is greatest at pH 7−8.15 In this study, at the α-Al2O3 (1120̅ )/
H2O interface the eﬀect of ions is largest (attenuation by a
factor of 70) at pH 10 compared to attenuation by a factor of
∼3−4 at other pHs. In order to understand this eﬀect, a

Figure 2. vSFG spectra of the α-Al2O3(112̅0)/H2O interface as a
function of bulk pH (from 2−12) in the presence of 0.1 M NaCl. All
the data have been normalized with respect to the IR pulse proﬁle and
corrected for the wavelength dependence of the Fresnel factor
(Section 3 and 4 of the Supporting Information).

A similar red-shifted peak has been observed at the quartz/
water,35 and more frequently at the alumina/water interfaces.11,36−39 For the quartz/water system,35 the 3000 cm−1
peak was ascribed to “icelike structure of water” that is strongly
hydrogen bonded with surface O−H groups. There have been
numerous sighting of similar red-shifted peaks for the alumina/
water system, most noticeable for the α-Al2O3(1120̅ )18,36 and
γ-Al2O3.25 In the latter oxide, the 3100 cm−1 peak was assigned
to chemisorbed species (undissociated water molecules and
aluminol groups), and its vibrational dynamics was measured at
the alumina/air system that will be discussed later.25
Interestingly, no 3000 cm−1 peak was reported in the vSFG
study of α-Al2O3(0001)/H2O by Shen et al.20 However, a
molecular dynamics simulation study of α-Al2O3(0001)/D2O37
showed a prominent O−D stretch at 2200 cm−1 (corresponding to an O−H stretch at 3000 cm−1), which was assigned to
“icelike” water molecules donating strong hydrogen bonds to
in-plane surface Al2O−D group. In addition, the O−H stretch
of bulk AlO(OH)·αH2O (boehmite, a precursor of alumina)
shows a peak at 3098 cm−1.40
Chemisorbed surface OH groups are not always observed in
the vSFG spectra of mineral oxide/water interfaces. The
absence of chemisorbed silanol (Si−OH) groups in most vSFG
study of silica/water interface15−17 could be due to the density
of Si−OH groups compared to interfacial water molecules. At a
silica surface, there are ∼4 O−H groups/nm2, signiﬁcantly less
than the density of O−H groups from water (∼20 O−H
groups/nm2) at the interfacial layer.41 Because the intensity of
vSFG is proportional to the square of number density, the
signal arising from the interfacial water OH groups is ∼25 times
D
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contribute to the observed peak at 3000 cm−1 because the peak
is fairly broad. In addition, it is likely that both conﬁgurations
are related because the H-bonding in the associated
conﬁguration could lead to the dissociated conﬁguration by a
simple H+-transfer. Considering the strength of the H-bond in
both conﬁgurations, H+-hopping between sites is probable.
3.3. Vibrational Relaxation Dynamics of the Strongly
Hydrogen Bonded OH Stretch (3000−3300 cm−1) at the
α-Al2O3(112̅0)/H2O Interface. X-ray reﬂectivity studies
predicted ordering and a strong hydrogen bonding environment for adsorbed water at the Al2O3(112̅0) surface.21 One
way to investigate the extent of hydrogen bonding is by
measuring the vibrational relaxation dynamics of the O−H
stretch at the interface. The vibrational lifetime of an O−H
stretch in a strongly hydrogen bonded and ordered environment would be shorter than for an O−H stretch in a weakly
hydrogen bonded and disordered environment (ice shows
faster vibrational relaxation dynamics than liquid water).27
To investigate the extent of ordering and hydrogen bonding
environment of the interfacial OH species at the αAl2O3(112̅0)/H2O interface, we measured the vibrational
relaxation dynamics of the interfacial OH species using one
color IR pump−vSFG probe, analogous to IR pump-IR probe
spectroscopy (transient absorption technique), which has been
used extensively to study vibrational dynamics of bulk
water.44−46 Both techniques measure the vibrational relaxation
dynamics but diﬀer in their sensitivity toward water in
centrosymmetric and noncentrosymmetric environments.
Therefore, IR pump−vSFG probe should measure the
dynamics exclusively of the interfacial water molecules. We
observe that the recovery of bleach in the vSFG signal is clearly
double-exponential in nature (Figure 4) as seen previously by
Bakker in their bulk water dynamics data,46 and other IR
pump−vSFG probe experiments on the O−H stretch of
water.8,47−49 Hence, a four-level system8,49 (Figure S5,
Supporting Information) can be used to describe the observed
vSFG response for the O−H stretch dynamics; population

detailed investigation of the acid/base chemistry of the diﬀerent
OH groups at the α-Al2O3(112̅0)/H2O interface is required,
which is beyond the scope of this paper. We speculate that the
variation in the eﬀect of ions at diﬀerent pH observed in this
study is related to the protonation/deprotonation reaction of
the surface aluminol groups.
Previously, it was reported that the adsorbed water next to
the α-Al2O3(112̅0) surface is more ordered than the adsorbed
water next to the α-Al2O3(0001) and quartz surfaces.22 An
important question is whether the presence of 3000 cm−1
species is unique to highly ordered and strongly hydrogen
bonded water molecules next to the (112̅0) mineral surface.
Surprisingly, MD simulations of α-Al2O3(0001)/D2O37 showed
a prominent O−D stretch at 2200 cm−1 (corresponding to an
O−H stretch at 3000 cm−1), which is in apparent contradiction
with the vSFG study of α-Al2O3(0001)/H2O by Shen et al.,20
where no intensity was observed in the 3000 cm−1 region.
Similarly, vSFG studies show the 3000 cm−1 feature for the
quartz/H2O system35 but not for the fused silica/H2O
system.15,17 Clearly, steady-state vSFG alone is not suﬃcient
to thoroughly understand the interaction between water and
mineral surfaces, particularly in the strongly hydrogen bonded
O−H stretch region (3000−3100 cm−1). To obtain a more
detailed understanding of the interaction between water and
the α-Al2O3(112̅0) surface and to investigate the origin of 3000
cm−1 species, we performed DFT calculations.
3.2. DFT Results. The DFT energy minimizations resulted
in two stable structures (Figure S1A,B, Supporting Information) but the dissociated conﬁguration was 4 kJ/mol lower in
energy than the associated conﬁguration. Energy minimizations
do not account for entropic eﬀects; therefore they do not
provide a Gibbs free energy and relative activities of each type
of surface conﬁguration. Consequently, both associated and
dissociated conﬁgurations are likely on the (112̅0) surface.
Vibrational frequency analysis with a 500 eV cutoﬀ resulted in
frequencies at 3155 to 3821 cm−1 and 2806 to 3852 cm−1 in the
associated and dissociated conﬁgurations, respectively. The
associated conﬁguration frequency at 3155 cm−1 and a
dissociated conﬁguration frequency at 3190 cm−1 could both
be responsible for the observed peak at 3000 cm−1. These
values are not scaled, and frequencies calculated in this manner
tend to overestimate observed frequencies, largely due to
anharmonic eﬀects. For the associated conﬁguration, the 3155
cm−1 vibration is due to an O−H stretch in an Al-(OH2) group
where one H is H-bonded to an Al3O atom at a distance of 1.68
Å (Figure 3A). For the dissociated conﬁguration, the 3190
cm−1 vibration is due to an O−H stretch in Al−OH group
where one H is H-bonded to an O atom of an AlOH group at a
distance of 1.63 Å (Figure 3B). Both of these modes could

Figure 4. IR pump-vSFG probe vibrational dynamics of the interfacial
OH species at the α-Al2O3(112̅0)/H2O interface for bulk pH 2, pH 4,
pH 6, pH 8, pH 10, and pH 12. The solid line is the ﬁt consistent with
a four-level system (eq 1). The third-order cross-correlation between
IR pump, IR probe, and visible is shown by the black dashed line and
has a fwhm of ∼145 fs, suggesting IR pulse durations of ∼100 fs. Ppolarized IR pump and PPP-polarized vSFG probe was used.

Figure 3. (A) Associated conﬁguration vibrational mode at 3155 cm−1,
and (B) dissociated conﬁguration vibrational mode at 3190 cm−1 at
the hydrated α-Al2O3(112̅0) surface.
E
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Table 1. T1 and Tth Lifetime Extracted from Fitting Time-Resolved vSFG Data for the α-Al2O3(112̅0)/H2O Interface for Bulk
pH 2−12 Using Equation 1a

a

pH

2

4

6

8

10

12

T1 (fs)
Tth (fs)

133 ± 19
451 ± 91

155 ± 40
433 ± 45

104 ± 17
583 ± 164

110 ± 27
586 ± 143

103 ± 16
513 ± 68

127 ± 21
579 ± 129

The error bars are the standard deviation of the results of 3−6 independent experiments.

relaxes from the ﬁrst excited state (ν = 1) to an intermediate
level, which then relaxes (thermalizes) toward a quasiequilibrium state, where the excess energy is statistically
distributed over all degrees of freedom. The IR pump−vSFG
probe data can be ﬁt to a numerical solution to the diﬀerential
equation describing the four-level system8,49 (Figure S5,
Supporting Information), convolved with a Gaussian instrument response function, IRF(t), of the form:

to and even dominate the vibrational dynamics (T1 = ∼250 fs).
On the contrary, at neutral silica surfaces, there is no electric
ﬁeld. Hence, vSFG, in the dipole approximation, is only
sensitive to “truly” interfacial OH groups so that a slowing
down of the vibrational lifetime of the excited OH stretch (T1 =
∼ 570 fs) was observed.47 The reason provided for slow
vibrational dynamics was incomplete solvation of the few
interfacial water molecules that reduced the eﬃciency of
intermolecular vibrational energy transfer to the surrounding
environment.47
One would expect similar results at the α-Al2O3(112̅0)/H2O
interface. At pH 2 and 12, where the alumina surface is
positively and negatively charged, respectively, the measured
dynamics should be representative of “bulklike” water and show
fast relaxation. As expected, at charged alumina (pH 2 and 12),
the T1 lifetimes (Table 1) were fast, 138 and 130 fs,
respectively. On the other hand close to the PZC (pH 6−8),
vSFG should mainly probe OH groups next to the surface in
the absence of a surface charge induced electric ﬁeld. Therefore,
we expected the vibrational dynamics of interfacial OH species
to be slow (as in the case of silica/water). However, our results
show that the T1 lifetime at pH 6 and 8 is still very fast, 115 and
132 fs, respectively. This suggests that the excited interfacial
OH groups at the α-Al2O3(112̅0) surface can eﬃciently relax
back to the ground state by transferring energy to its
surrounding OH groups and/or by population transfer.
Water at the neutral silica surface47 (at pH 2) and membrane
bound water54 shows slower vibrational relaxation dynamics
(T1 = ∼600 fs) than bulk water (T1 = ∼200 fs) due to
incomplete solvation and a consequently reduced eﬃciency of
transfer of vibrational energy to the surrounding environment.
Also, surface OH groups chemisorbed at colloidal SiO2 surfaces
in vacuum showed very slow vibrational relaxation (204 ps),
which became much faster (56 ps) when the SiO2 sample was
prepared with a high content of physisorbed water.26
The question arises as to why the interfacial OH species at
the α-Al2O3(112̅0)/H2O interface show fast vibrational
dynamics comparable to bulk water even at the PZC of
alumina (pH 6−8)? This could be due to the following possible
reasons:
(1) At the charged α-Al2O3(112̅0) interface, that is, pH 2, 4,
10, and 12, the vibrational dynamics of the OH stretch is fast
and can be interpreted as water in bulklike environments
contributing or even dominating the vibrational relaxation
dynamics via eﬃcient intra- and intermolecular energy transfer.
However, at the neutral α-Al2O3(112̅0) surface the vibrational
dynamics of the few layers of interfacial OH groups is still fast
possibly due to the presence of the strongly hydrogen bonded
3000 cm−1 species. At the neutral α-Al2O3(112̅0) surface,
intermolecular energy transfer between diﬀerent OH groups
(3000 and 3175 cm−1 OH species) via dipole−dipole
interaction (Fö rster type energy transfer) could be the
dominant mechanism of vibrational relaxation, leading to fast
OH vibrational relaxation. In order for Förster type energy
transfer to occur, there has to be spectral overlap between the

ISFG = IRF(t )*[N0(t ) − N1(t ) + C2N2(t ) + C3N3(t )]2
(1)

where, N0, N1, N2, and N3 are the populations of the ν = 0, ν =
1, ν = ν*, and ν = 0* states, respectively, and C2 and C3 are
factors related to the nonlinear optical susceptibilities of the
intermediate and ﬁnal levels.49
From studies on bulk water, we know that the O−H
stretching vibration in pure H2O is delocalized due to the
strong resonant coupling of vibrational modes, resulting in
rapid spectral diﬀusion and fast intermolecular energy transfer.50−52 Similarly, interfacial water (pure H2O) at the silica/
water interface showed frequency independent vibrational
dynamics as a result of fast spectral diﬀusion,47,53 which occurs
on the time scale of <100 fs,50,51 followed by silica surface
charge dependent vibrational relaxation.47,49,53 For the αAl2O3(112̅0)/H2O interface, we also expect spectral diﬀusion
to occur in sub-100 fs time scale (outside the resolution of our
experiment), followed by vibrational relaxation through intraand intermolecular energy transfer between the OH modes of
water. The presence of strongly hydrogen bonded 3000 cm−1
OH groups is also likely to provide an additional pathway for
vibrational relaxation through strong coupling between the
3000 cm−1 OH groups and the physisorbed water OH groups
(3175 and 3450 cm−1) and/or dipole−dipole interactions via
Förster-type resonant vibrational energy transfer between the
3000 cm−1 OH species and other interfacial OH groups.
Eﬀect of Surface Charge on Vibrational Dynamics. The
eﬀect of surface charge (Figure 4) on the vibrational relaxation
of the interfacial OH species at the α-Al2O3(112̅0)/H2O
interface was investigated and the time constants extracted from
the ﬁts are summarized in Table 1. The percent bleach
observed varied between independent experiments and is
discussed in Section 7 of the Supporting Information. The T1
lifetime is short (comparable to bulk water) and insensitive to
surface charge, that is, T1 is short at all bulk pH values. This is
very diﬀerent from the behavior of the OH stretch at the fused
silica surface.47
At a neutral silica surface, the interfacial OH groups showed
slow dynamics (∼570 fs) whereas at a negatively charged silica
surface the observed dynamics was fast (∼250 fs) and
comparable to bulk water.47 This was explained in terms of
the diﬀerence in the vSFG probing depths for neutral compared
to charged surfaces. A charged surface creates an electric ﬁeld
that extends into the bulk water, orienting and/or polarizing the
water over the Debye length. Thus, water in bulklike
environments, even away from the interface, can contribute
F
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Figure 5. Eﬀect of ions (0.1 M NaCl and 0.5 M NaCl) on the vibrational relaxation dynamics of the OH species at the α-Al2O3(112̅0)/H2O interface
for bulk pH 2 (blue), pH 6 (yellow), and pH 12 (red). The solid line is the double exponential ﬁt consistent with a four-level system (eq 1). The
third-order cross-correlation between IR pump, IR probe, and visible is shown by the black dashed line and has a fwhm of ∼145 fs, suggesting IR
pulse durations of ∼100 fs. P-polarized IR pump and PPP-polarized vSFG probe was used.

Eﬀect of Ionic Strength. Ions are known to be able to
disrupt the hydrogen-bonding network and hence weaken the
hydrogen bond strength and alter the OH vibrational relaxation
dynamics.55,56 It has been shown previously that the dynamics
of water near ions are much slower than water in an ion-free
environment.56 Therefore, we investigated the eﬀect of ions
(0.1 and 0.5 M NaCl) on the vibrational dynamics of interfacial
OH groups at the α-Al2O3(112̅0) surface.
Ions at and near a charged interface attenuate (screen) the
surface charge induced electric ﬁeld that can align and/or
polarize the water molecules. Alternatively, the presence of ions
could also disrupt the hydrogen bond network as originally
hypothesized by a silica dissolution rate study57 and later
supported by a vSFG study.15 At the silica/water interface,49
the addition of ions at pH 6 slowed down the dynamics of
water, which was explained to be a consequence of the
reduction in probing depth of vSFG due to increase in ionic
strength. Above 10−2 M NaCl, the measured slow dynamics was
representative of the few water layers next to the silica surface,
which had fewer hydrogen bonding partners and hence showed
slower dynamics.49 In this study, the addition of ions has little
to no eﬀect on T1 and Tth relaxation lifetime (Figures 5 and 6).

bands associated with diﬀerent OH groups, which is possible
for the 3000 and 3150 cm−1 species at the α-Al2O3(1120̅ )/H2O
interface. The similarity of time scale of vibrational relaxation at
the charged and the neutral α-Al2O3(112̅0) surface (Table 1)
possibly points toward the Förster type energy transfer being
the main mechanism of vibrational relaxation even at a charged
alumina surface.
(2) The rate of vibrational relaxation not only depends on
the density of hydrogen bonding partners but also on the
strength of interaction between H-bond donors and acceptors.
For example, the vibrational dynamics of bulk ice is faster than
bulk water even though the number of hydrogen bonds is only
marginally diﬀerent.27 The faster dynamics observed for bulk
ice is due to its higher degree of ordering and stronger
hydrogen bonding.27 The presence of 3000 cm−1 OH group
suggests that the hydrogen bonding environment at the αAl2O3(112̅0)/H2O interface is strong, and possibly more
ordered, as predicted by Catalano in his work.21 Therefore,
the strongly hydrogen-bonded OH groups at the αAl2O3(112̅0) surface show fast vibrational relaxation dynamics
by eﬃciently transferring vibrational energy to acceptors
(neighboring waters) via strong hydrogen -bonding interactions.
(3) A time-resolved study of water dynamics at γ-Al2O3/air
interface observed a peak at 3080 cm−1 (close to the 3000 cm−1
feature of our study) that was assigned to chemisorbed
species.25 Transient absorption kinetics while pumping at
3000 cm−1 showed bleaching at 3080 cm−1 (decrease in
population of AlOH2+) and induced absorption at ∼3500 cm−1
(increase in population of AlOH) and 3000 cm−1 (increase in
population of H3O+). The authors explained this in terms of
photoinduced proton transfer from AlOH2+ to its neighboring
water molecules according to the following
AlOH 2+ + H 2O ⇌ AlOH + H3O+

Figure 6. Eﬀect of surface charge (pH 2−12) and ionic strength (0.1
M NaCl and 0.5 M NaCl) on T1 and Tth vibrational lifetime of the
interfacial OH species at the α-Al2O3(112̅0)/H2O interface.

(2)

On the basis of this equilibrium, the fast relaxation of the
interfacial OH species at the α-Al2O3(1120̅ )/H2O interface
observed in this study could indicate a photoinduced proton
transfer mechanism25 for the interfacial OH species, which
would explain why the vibrational relaxation remains fast even
at PZC for α-Al2O3(1120̅ ) surface. However, this explanation is
speculative at best and further experiments will be needed to
conﬁrm this as the dominant mechanism for vibrational
relaxation.

At high ionic concentration (0.1 and 0.5 M NaCl), the
vibrational dynamics of the ﬁrst layers of interfacial OH groups
is still fast (<200 fs). This result is consistent with the
observation that the interfacial water at the α-Al2O3(1120̅ )
surface is highly ordered and the vibrational relaxation of the
OH groups is signiﬁcantly inﬂuenced by the presence of
strongly hydrogen bonded 3000 cm−1 OH species.
G
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4. CONCLUSION
In conclusion, we have investigated the interaction between
water and the α-Al2O3(112̅0) surface using vSFG spectroscopy
and DFT calculations. Static vSFG spectra revealed the
presence of strongly hydrogen-bonded species at 3000 cm−1,
which is red shifted compared to typical hydrogen-bonded
interfacial water peaks (∼3200 and 3400 cm−1). The addition
of ions does not signiﬁcantly perturb the vSFG intensity of this
feature, which indicates its interfacial origin and strong
interaction with the surface. DFT calculations predict the
presence of water molecules in associated and dissociated
conﬁgurations at the hydrated α-Al2O3(112̅0) surface with
3155 and 3190 cm−1 frequencies, respectively, which is close to
the ∼3000 cm−1 feature observed in our vSFG results. On the
basis of these results, we assign the 3000 cm−1 peak observed at
the α-Al2O3(112̅0)/H2O interface to the O−H stretch of (1)
strongly hydrogen-bonded surface aluminol groups and/or (2)
interfacial water molecules that are strongly hydrogen bonded
to the alumina surface. IR pump−vSFG probe measurements of
the interfacial OH species at the α-Al2O3(112̅0)/H2O interface
reveal fast (bulk waterlike) vibrational relaxation dynamics,
which is insensitive to changes in surface charge and ionic
strength. This observation is in contrast to that reported for
interfacial water at other charged surfaces like silica, where the
vibrational relaxation dynamics are dependent on the surface
charge and solution ionic strength. From these results, it is
evident that the interfacial water at the α-Al2O3(112̅0) surface
is ordered and strongly hydrogen bonded. The presence 3000
cm−1 OH species could be the primary reason for the
observation of very fast vibrational relaxation of strongly
hydrogen bonded interface OH groups.
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